6 Progress Avenue

RADIOGRAPHIC Nashua New Hampshire, 03062
INSPECTION waw dhinspectors com

REPORT Date Of Examination

INSPECTION SERVICES December 22, 2022
Customer: Anderson Welding Company Page
Project Name: NGA (Unitil) Welder Requal 1 of 1
Job Number: Welder - Jesse Anderson JDH Reference Number: | 22-1048
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1. Crack 2. Lack of Penetratior 3. Lack of Fusion 4. Slag 5. Porosity 6. Cold Lap
7. Tungsten Incl. 8. Concave 9. External Undercut  10. Internal Undercut 11. High/Low
12. Film Artifact 13. Profile 14. Burn Through 15. Excess Penetration 16. Linear Indication
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